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TEST REPORT

GG S/ RepOrt NO.....ooveeeeeeeeeeeeeeen :  WTF25F02027867C
FEZE5/ JOD NO. oo . FSW2502140376CJ
A APPlICANt e D YL HAT R A PR A
Jiangsu Shixin Adhesive Tape Products Co., Ltd.
HiHE/ ADAress......oocevvevceeeeeeeee e D BT BRI R X S . I A

South Side Of Yingbin Avenue and Hengwang Packaging,
Sugian Economic and Technological Development Zone

SEGRI BUYET .ot ; 2£ 119/ Midea

FER AR Sample Name ......coooeveveveeiean, D TATERERE R Unlined paper aluminum foil adhesive tape

KU ZE R/ Test Requested ..., D ARAER P EDR, M A RE S K B ROHSHE 4201 1/65/EU X
o A5T46 4-(EU) No.2015/863% 3 (110K I 41 4 it £
As specified by client, to determine the 10 restricted =
substances content of EU RoHS Directive 2011/65/EU and =
its amendment (EU) N0.2015/863 in the submitted sample. #=

R 77/ Test Method........oveeeveeeiciien, : Z W5 T 71/ Refer to next page (s) %%

B L5/ Test Conclusion ........cccvveeveeeen.n. L A GEBES LR —T0D
Pass (Please refer to next pages for details)

PR H #/ Date of Receipt sample....... : 2025-02-14

Kl B B/ Testing period ........cccoveveveeeeeennee. . 2025-02-14 ~ 2025-02-19

%5 HH/ Date of ISSUE.......ccovveveeieeieeeeeanee. :  2025-02-19

WM EE 5 Test ReSUIt......ocoeeieeceeceeeeeen . SRS N/ Refer to next page (s)

& HI4E/ Prepared By:
B L TR AR AR RSB R A F
Waltek Testing Group (Foshan) Co., Ltd.

Mtk AR B LT X R AR R R e T B L B D AR A LR — i — = 13-195
Address: No0.13-19, 2/F., 2nd Building, Sunlink Machinery City, Xingye 4 Road, Guanglong Industrial Park,
Chihua Neighborhood Committee, Chencun Town, Shunde District, Foshan, Guangdong, China
Hii%/ Tel:+86-757-23811398  {% H/ Fax:+86-757-23811381  Hil4fi/ E-mail:info@waltek.com.cn
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.75 %% 5/ Report No.: WTF25F02027867C f£455/Job No.: FSW2502140376CJ

B KA / Sample Photo:

1. AT EREBTERH#:/ Unlined paper aluminum foil

adhesive tape
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405/ Report No.: WTF25F02027867C

WKL R/ Test Results:
MR T7 5 Test Method:

- With reference to IEC62321-4:2013+AMD1:2017 CSV, determination of Mercury by ICP-OES;

Z#|EC62321-5:2013, f#HICP-OESH M. #d &;

{£45/Job No.: FSW2502140376CJ

$#|EC62321-4:2013+AMD1:2017 CSV, 1§ FHICP-OESK IR & & ;

Z#|EC62321-7-2:2017, FRUV-Vista 7S a5& &

Z#|EC62321-6:2015, f#iHGC-MSHillIPBBs X PBDES & .
With reference to IEC62321-5:2013, determination of Lead and Cadmium by ICP-OES;

- With reference to IEC62321-7-2:2017, determination of Hexavalent Chromium by Colorimetric Method;
With reference to IEC62321-6:2015, determination of PBBs and PBDEs by GC-MS.

WG R

L BAArUNit Test Results ERR %F BE{_E _
Test Item(s) No.1 LOQ Client’s limit
# Lead (Pb) mg/kg ND 2 800
% Cadmium (Cd) mg/kg ND 2 80
7k Mercury (Hg) mg/kg ND 2 800
% Hexavalent Chromium (Cr®") mg/kg ND 8 800
ZIRBEE S A Sum of PBBs mg/kg ND - 800
—{REK Monobromobiphenyl mg/kg ND 5 --
“REEA Dibromobiphenyl mg/kg ND 5 --
ZHEEAE Tribromobiphenyl mg/kg ND 5 --
VUYRELZR Tetrabromobiphenyl mg/kg ND 5 --
TR Pentabromobiphenyl mg/kg ND 5 --
NIRECR Hexabromobiphenyl mg/kg ND 5 --
LIRELPE Heptabromobiphenyl mg/kg ND 5 =
J\IRIEEZ Octabromobipheny! mg/kg ND 5 -
JLIREEZRE Nonabromobiphenyl mg/kg ND 5 --
+REE%E Decabromobiphenyl mg/kg ND 5 -
Z IR KK S AT Sum of PBDES mg/kg ND = 800
—JR —2KfF Monobromodiphenyl ether mg/kg ND 5 --
—JR KM Dibromodiphenyl ether mg/kg ND 5 --
=R KW Tribromodiphenyl ether mg/kg ND 5 --
V¥ — 5% Tetrabromodiphenyl ether mg/kg ND 5 -
TR KMk Pentabromodiphenyl ether mg/kg ND 5 --
NIRRT Hexabromodiphenyl ether mg/kg ND 5 -
R — KWk Heptabromodiphenyl ether mg/kg ND 5 --
JUIR — KM Octabromodiphenyl ether mg/kg ND 5 --
JUR —Ki¥ Nonabromodiphenyl ether mg/kg ND 5 --
R KW Decabromodiphenyl ether mg/kg ND 5 -
#ZE# Conclusion - Fr&/Pass -- --

il L T VR REIIR B A R 2545 BR 22 71/ Waltek Testing Group (Foshan) Co., Ltd.
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.75 %% 5/ Report No.: WTF25F02027867C

{£45/Job No.: FSW2502140376CJ

\

; - TRATT 5/ PR &R
W5 H B e | B7IE
i Test Method & Results Client’s
Test Item(s) Unit . LOQ o
Test Equipment No.1 limit
AR —HR —(2-2. £ 0 ) s (DEHP)
\ mg/kg ND 50 800
Bis (2-ethylhexyl)- phthalate (DEHP)
SBHR HR T lH(DBP)
, mg/kg ND 50 800
Dibutyl phthalate (DBP) IEC 62321-8:2017,
AR ZHIRT "~ EE(BBP) GC-MS
mg/kg ND 50 800
Benzylbutyl phthalate (BBP)
2R —HIR — 5% T i5(DIBP)
X mg/kg ND 50 800
Diisobutyl phthalate (DIBP)
254 / Conclusion -- -- &/ Pass -- --

£/ Note:

(1) ND =KA&H, #&M{E /N T & =R/ Not Detected or lower than limit of quantitation
(2) mg/kg == &T 5 (milligram per kilogram)= & Ji%r2Z— (ppm)

(3) LOQ =& &R/ Limit of quantitation
(4) “--" =K #E/ Not regulated

PR / Specimen Description:

1

FEihg S T R
Specimen No. Specimen Description
RGPk

Silvery aluminum foil adhesive tape

il L T VR REIIR B A R 2545 BR 22 71/ Waltek Testing Group (Foshan) Co., Ltd.
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.75 %% 5/ Report No.: WTF25F02027867C

TAFAER :

1

R R RN A

{£45/Job No.: FSW2502140376CJ

RO R N 8 A AR BB
{EFHICP-OES KM BTk B E S ST R

EREMH

2.

N BT R

PR AR f TNV e

IS fRRAET], BT
EIE I B i

D, BRI
W pHE£7.5+0.5

L

il P 2R AR T L3 et B A

JAFipH{E 2] 2.0£0.5,

BINL,5- R IE — ki

Pl 85 T K s 2 B 2
3. L. HEL R, AV TR AT R
FRERE RO AR o mAﬁmﬁ@fg&gm*—* TR R
GC-MSH | BHHLBRER EBREREMT
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405/ Report No.: WTF25F02027867C

Testing Flow chart:
1. Testfor Cd/ Pb/ Hg contents

{£45/Job No.: FSW2502140376CJ

Weight sample was put into a
microwave digestion vessel

Add digestion reagent

Digest the sample in
microwave digestion oven

L

Analyzed by inductively
coupled plasma atomic
emission spectrometer or
atomic absorption
spectrometer

Made up with deionized
water

Transfer the digested solution

— 1 into a volumetric flask after the

sample is totally dissolved

2. Test for Cr® content

Weighted sample was put into
a conical flask

Add digestion solution
and solvent, heat in
suitable heating device

Separate and transfer the
extracted solution into a flask,
adjust the pH to 7.5+0.5

4

Determined by UV-visible
pectrophotometer

Adjust the pH to
2.0£0.5 and made up
with deionized water

Add Diphenylcarbazide
solution

3. Test for PBBs/ PBDEs/ DIBP/ DEHP/ DBP/ BBP contents

a thimble

Weighted sample was putinto ||

Extracted by solvent in
Soxhlet extractor

Concentrate the extract

!

Determined by GC-MS

Made up with organic
solvent

Transfer the extract into a
volumetric flask
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.75 %% 5/ Report No.: WTF25F02027867C f£455/Job No.: FSW2502140376CJ

WRFALE F / Photograph of parts tested:

il Ll T R AR B AR IR 4575 BR A 7]/ Waltek Testing Group (Foshan) Co., Ltd.
http://www.waltek.com.cn 718

N4 S




84545/ Report No.: WTF25F02027867C f£455/Job No.: FSW2502140376CJ

#%7E/ Remarks:

1. A Ie A P 45 SR AR A it 17 T
The results shown in this test report refer only to the sample(s) tested;

2. i AR AR -5 T HEHEANT A A
This test report cannot be reproduced, except in full, without prior written permission of the company;

3. WEAIRS WM. JEatb v AR T BORIN o5 A m A S0 A I % T B TR AL
The report would be invalid without specific stamp of test institute and the signatures of compiler and approver;

4, ZAREALL Kbk, BERAIREM(E B RIET IR, ZATT RN A ST, IR R SE S
The Applicant name and Address, the sample(s) and sample information was/were provided by the applicant who
should be responsible for the authenticity which Waltek hasn’t verified;

5. A A B FUAE IR ST, WAUH TR B, WERREEHISEE), AT RE R4t 2 A B A IR R
e i RT3 o
If the report is not stamped with the accreditation recognized seal, it will only be used for scientific research,
education, and internal quality control activities, and is not used for the purpose of issuing supporting data to the
society.

6. FEmMEE (R SEE) g/ 14, Wi EARMZEENN S 5SENSNER, SHR SN ARIETIE,
MR SEES A K S AUE B HEmATE . &, SEB R B S T
The sample material information (Model No. information) is provided by client, not verified by test laboratory. The
samples of reference Model No. are not tested. Test laboratory not responsible for the accuracy, appropriateness,
completeness and authenticity of the information provided by client.

=\7 »w
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